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ABSTRACT: Understanding and further designing new layered
Li(NixMnyCoz)O2 (NMC) (x + y + z = 1) materials with optimized
thermal stability is important to rechargeable Li batteries (LIBs) for
electrical vehicles (EV). Using ab initio calculations combined with
experiments, we clariﬁed how the thermal stability of NMC materials
can be tuned by the most unstable oxygen, which is determined by
the local coordination structure unit (LCSU) of oxygen (TM(Ni,
Mn, Co)3-O-Li3−x′): each O atom bonds with three transition metals
(TM) from the TM-layer and three to zero Li from fully discharged
to charged states from the Li-layer. Under this model, how the
lithium content, valence states of Ni, contents of Ni, Mn, and Co,
and Ni/Li disorder to tune the thermal stability of NMC materials
by aﬀecting the sites, content, and the release temperature of the
most unstable oxygen is proposed. The synergistic eﬀect between Li
vacancies and raised valence state of Ni during delithiation process can aggravate instability of oxygen, and oxygen coordinated
with more nickel (especially with high valence state) in LSCU becomes more unstable at a ﬁxed delithiation state. The Ni/Li
mixing would decrease the thermal stability of the “NiMn” group NMC materials but beneﬁt the thermal stability of “Ni-rich”
group, because the Ni in the Li layer would form 180° Ni−O−Ni super exchange chains in “Ni-rich” NMC materials. Mn and Co
doping can tune the initial valence state of Ni, local coordination environment of oxygen, and the Ni/Li disorder, thus to tune the
thermal stability directly.

■

INTRODUCTION

materials from solid-solution approaches to LiMO2 (M = Ni,
Mn, Co, etc.) have been extensively studied.3 They not only
possess high reversible capacity but also show better Li-ion
diﬀusivity and environmental compatibility than the traditional
LiCoO2. However, despite their commercial success, NMC
materials usually suﬀer from poor thermal stability and oxygen
release,2,3b,4 which could decrease the cycling stability and even
jeopardize the safety of the batteries. Because NMC materials
consist of a closely packed oxygen framework and interstitial
metal cations, the oxygen release would cause damage to the
structure stability.4 Using TGA and DSC, Noh et al. studied the
impact of the Ni concentration on the thermal stability of these
NMC layered oxides.3b They found that high Ni content would
not beneﬁt for their thermal stability. However, these studies
are mainly focused on the impact of Ni content in

Rechargeable lithium-ion batteries (LIBs) power most of
today’s portable electronics and are increasingly in demand
for electrical vehicles (EV) and grid storages. With this
development, major concerns are raised over their safety,
cost, and environmental compatibility.1 For high energy and
power density applications (e.g., EVs), the safety becomes
especially important. The safety is usually determined by the
thermal stability of the cathode materials, which is reﬂected by
the structure decomposition and phase transformation.
Generally, the decomposition reaction is accompanied by the
oxygen release,2 which is even more dangerous due to its
reaction with the organic electrolytes. Thus, better thermal
stability and hard oxygen release in cathode materials are
needed for high energy and power density applications of EV
LIBs.
As an important cathode material for high-energy-density
and EV LIBs, layered Li(NixMnyCoz)O2 (NMC, x + y + z = 1)
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Li(Ni1/3Mn1/3Co1/3)O2 and Ni-rich NMC materials at a ﬁxed
state of charge (SOC) = 0.75, such as Li(Ni0.5Mn0.3Co0.2)O2,
Li(Ni 0 . 6 Mn 0 . 2 Co 0 . 2 )O 2 , Li(Ni 0 . 7 Mn 0 . 1 5 Co 0 . 1 5 )O 2 , Li(Ni0.8Mn0.1Co0.1)O2, and Li(Ni0.85Mn0.075Co0.075)O2. The
mechanism for the experimental observations was not discussed
in detail yet. Actually, except for the Ni content, the valence
state of Ni, the contents of Mn and Co, the lithium content,
and the Ni/Li disorder all contribute to the thermal stability of
NMC layered oxides. The Ceder group studied the thermal
stability of layered oxides theoretically to mainly focus on the
charged LixNiO2 and LixCoO2 and calculated their phase
stability diagrams to give the detailed phase transition and
decomposition process during delithiation or heating process.2
They reported that the decomposition processes were
accompanied by the release of oxygen and then proposed
that the thermodynamically driven onset temperature of O2 gas
release could be determined by calculating the entropy for
oxygen gas in the reaction. However, they ignored the other
factors (e.g., the Ni content, the valence state of Ni, the
contents of Mn and Co, and the Ni/Li disordering) that would
aﬀect the thermal stability of NMC materials. The Dahn group
began to study the thermal stability of layered materials by
experimental methods very early. In their 1994 work,5 using
TGA and mass spectrometry, they studied the thermal stability
of LixCoO2 and LixNiCo2 and found that nickel materials were
not as stable as cobalt materials. Then using accelerating rate
calorimetry (ARC), they studied the doping eﬀect on the
thermal stability of LiCoO26 and Li(Ni1/3Mn1/3Co1/3)O2.7
They found that Mn doping could improve the thermal stability
of LiCoO2, but Mg cannot, and Al doping could improve the
thermal stability of Li(Ni1/3Mn1/3Co1/3)O2, but Mg and Zr
cannot. Using ARC, they gave a comparison of the thermal
stability of delithiated Li(Ni 1 / 3 Mn 1 / 3 Co 1 / 3 )O 2 , Li(Ni0.8Co0.15Al0.05)O2 (NCA), and LiCoO2 in nonaqueous
electrolyte and found that Li(Ni1/3Mn1/3Co1/3)O2 showed the
best thermal stability.8 Thus, they mainly focused on the doping
eﬀect on the thermal stability of LiCoO 2 and Li(Ni1/3Mn1/3Co1/3)O2 and did not give a systematic study of
the tuning factors of the thermal stability for NMC materials
yet. Using synchrotron-based time-resolved (TR) X-ray
diﬀraction (XRD) and in situ mass spectroscopy (MS), the
Yang group did extensive experimental works on the thermal
stability of NMC materials and mainly focus on the detailed
structure changes and gas evolution during thermal decomposition of charged LiNiO2,9 Li(Ni1/3Mn1/3Co1/3)O2, and
NCA.10 They found that there was a close correlation between
the structure change and the loss of oxygen during heating.
They later studied the structure change and thermal stability on
charged Li0.34(Ni0.4Mn0.3Co0.3)O2, Li0.29(Ni0.5Mn0.3Co0.2)O2,
Li0.27(Ni0.6Mn0.2Co0.2)O2, and Li0.22(Ni0.8Mn0.1Co0.1)O2 and
found that the content of Ni, Co, and Mn aﬀected both the
structural changes and the oxygen release features during
heating and that more Ni content would lead to lower onset
temperature of thermal decomposition and larger amount of
oxygen release,4 similar to the results reported by Noh et al.3b
However, they mainly focused on Ni-rich NMC materials and
did not consider the “NiMn” NMC materials [Li[Ni0.5Mn0.5]1−xCoxO2 (0 < x ≤ 0.33)]3c and other factors
(e.g., the charge process, the valence state of Ni, and the Ni/Li
disordering). Thus, a systematic study and a microscopic
picture about all the factors (Ni content, the valence state of Ni,
the contents of Mn and Co, the lithium content, and the Ni/Li

disordering) to tune the thermal stability of NMC materials are
still lacking.
In our previous works, we found that the state of charge and
the content of Ni, Co, and Mn can tune the Li-ion diﬀusivity in
layered NMC materials.11 Hereto, similar questions have been
aroused: How do the three transition metals (TMs) and their
contents with related valences aﬀect the thermal stability in the
layered NMC materials? How can the thermal stability in
layered NMC materials be tuned? Thus, a detailed in-depth
study is also needed, which would provide important insight
toward the understanding of thermal stability in NMC materials
and serve as guidelines for future design of improved thermal
stability for LIBs.
Herein, using ab initio calculations combined with experiments, we investigate how the thermal stability can be tuned in
NMC materials. We divide the NMC materials into two
groups: “Ni-rich” group with a mixed valence states of Ni2+/
Ni3+ and “NiMn” group with only Ni2+ state, which will
facilitate the systematic study. It is found that the thermal
stability is closely correlated to the most unstable oxygen, which
is determined by the local coordination structure unit (LCSU):
TM(Ni, Mn, Co)3-O-Li3−x′ (x′ = 0−3). The lithium content,
valence states of Ni, contents of Ni, Mn, and Co, and Ni/Li
disordering can tune the thermal stability of NMC materials by
aﬀecting the sites, content, and the release temperature of the
most unstable oxygen. During the delithiation process,
synergistic eﬀect between Li vacancies and raised valence of
Ni formed can aggravate the instability of oxygen, but this eﬀect
contributes little to the thermal stability at the medium
delithiation state (e.g., from 25% to 50% content of
delithiation) for all NMC materials. At a ﬁxed delithiation
state, oxygen coordinated with more nickel (especially with
high valence state) is more unstable than other kinds of
coordination. The Ni/Li mixing would decrease the thermal
stability of the “NiMn” group but beneﬁt the thermal
stability for “Ni-rich” group, because the Ni in the Li layer
would form 180° Ni−O−Ni super exchange chains in Ni-rich
NMC materials. The consistency of the theoretical results and
experimental results in this work supports the rationality of this
simple model, which not only considers all of the impact factors
but also provides an easy and direct understanding of the
thermal stability of NMC materials from the atomic levels.

■

EXPERIMENTAL METHODS

Ab Initio Computational Details. All calculations are performed
using the plane-wave projector-augmented wave method,12 as
implemented in the Vienna ab initio simulation package.13 The
Perdew−Burke−Ernzerhof (PBE)14 form of generalized gradient
approximation (GGA) is chosen as the exchange−correlation
potential. To account for the strong on-site Coulomb interaction
(U) presented in the localized 3d electrons of Mn, Co, and Ni,
structural properties and electronic properties are calculated by the
PBE+U approach15 with spin polarization, with U values of Mn, Co,
and Ni being set at 3.5, 3.3, and 6.4 eV, respectively. These U values
are adopted according to the simulation parameters of Li(NixMnyCoz)O2 models from the Materials Project Web site (www.
materialsproject.org) and our own tests.11b Recent studies reported
that for some kinds of TM oxides as cathode materials (e.g.,
Li8ZrO6),16 applying U to p orbitals of oxygen during charging can
give a correct picture of oxygen polaron but that PBE cannot. We
tested and applied U (1 eV) to p orbitals of oxygen for (333) at SOC
= 0.33 and 0.66, respectively. The average magnetic moment of oxygen
is reduced from 0.046 to 0.038 at SOC = 0.33 and from 0.069 to 0.057
at SOC = 0.66, respectively. So setting U for oxygen can also correct
oxygen polaron for NMC materials. However, diﬀerent from oxygen
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Figure 1. (a) The triangle shows the studied NMC materials. (b) Top view and side views of the structure model of (532). The inset shows the
LCSU of oxygen in NMC materials. (c) Seven groups of LCSU for oxygen in NMC materials.
Materials Synthesis. Spherical [NixMnyCoz](OH)2 precursors (x
= 1/3, 0.4, 0.42, 0.5, 0.6, 0.7) were synthesized via the coprecipitation
method. The appropriate amounts of NiSO4·6H2O, CoSO4·7H2O, and
MnSO4·5H2O were used as the starting materials for the synthesis of
[NixMnyCoz](OH)2. An aqueous solution of NiSO4·6H2O, CoSO4·
7H2O, and MnSO4·5H2O with a concentration of 2.0 mol L−1 was
pumped into a continuously stirred tank reactor (CSTR, 4 L) under a
N2 atmosphere. Concurrently, a 4.0 mol L−1 NaOH solution (aq.) and
the desired amount of NH4OH solution (aq.) as a chelating agent
were separately pumped into the reactor. Finally, the concentration of
the precursor solution is 0.5 mol/L, the pH value of the precursor
solution is kept at 10, the temperature is kept at 60 °C, and the stirring
speed is kept at 400 rpm/s. The precursor powders were obtained
through ﬁltering, washing, and drying in a vacuum oven overnight.
Li(NixMnyCoz)O2 (x = 1/3, 0.4, 0.42, 0.5, 0.6, and 0.7) were prepared
by thoroughly mixing the precursor [NixMnyCoz](OH)2 with LiOH·
H2O followed by calcination at various temperatures for 15 h: 950 °C
for Li(Ni1/3Mn1/3Co1/3)O2, 900 °C for Li(Ni0.4Mn0.4Co0.2)O2, 900 °C
for Li(Ni0.42Mn0.42Co0.16)O2, 850 °C for Li(Ni0.5Mn0.3Co0.2)O2, 800
°C for Li(Ni0.6Mn0.2Co0.2)O2, and 780 °C for Li(Ni0.7Mn0.15Co0.15)O2.
As the disorder of Li/Ni increases with the increasing ratio of Ni/Co
in the same temperature, high temperature increases the disorder of
Li/Ni for a ﬁxed ratio of Ni/Co.3c Based on these rules, compared with
low ratio of Ni/Co such as Li(Ni1/3Mn1/3Co1/3)O2 and Li(Ni0.4Mn0.4Co0.2)O2, we reduced the sintering temperature of the
high ratio of Ni/Co to achieve the similar Li/Ni disorder content.
Figure S1 shows the SEM images for all samples. In order to simplify
the writing, we named Li(Ni1/3Mn1/3Co1/3)O2 as (333), Li(Ni0.4Mn0.4Co0.2)O2 as (442), Li(Ni0.42Mn0.42Co0.16)O2 as (552),
Li(Ni0.5Mn0.3Co0.2)O2 as (532), Li(Ni0.6Mn0.2Co0.2)O2 as (622), and
Li(Ni0.7Mn0.15Co0.15)O2 as (71515), respectively. (442), (532), and
(622) represent the integer ratio of Ni:Mn:Co in samples
L i (N i 0 . 4 M n 0 . 4 Co 0 . 2 ) O 2 , Li( Ni 0 . 5 Mn 0 . 3 C o 0 . 2 )O 2 , and L i(Ni0.6Mn0.2Co0.2)O2, respectively, and they add up to 10. (333) also
represents the integer ratio of Ni:Mn:Co in Li(Ni1/3Mn1/3Co1/3)O2,
but it does not add up to 10. (552) represents the simplest integer
ratio of Ni:Mn:Co in Li(Ni0.42Mn0.42Co0.16)O2. (71515) represents the
NMC sample Li(Ni0.7Mn0.15Co0.15)O2 and is just a common notation.
Preparation of Delithiated Positive Electrode Materials.
Chemical delithiation of the Li(NixMnyCoz)O2 materials was achieved
by stirring the powders in acetonitrile solutions containing NO2BF4
oxidizer in excess. The molar ratio of NMCs and NO2BF4 is 5:2 for
SOC = 0.25 and 5:4 for SOC = 0.5, respectively. After 24 h of lithium
extraction at room temperature, the Li(NixMnyCoz)O2 powders were
washed with acetonitrile several times, and the solutions were removed
by centrifugation. The resulting materials were then dried at 80 °C

2p orbitals in Li8ZrO6 that contribute to the top of the valence bands,
oxygen 2p orbitals in NMC materials contribute little to the top of the
valence bands during charging, as can be seen from the small magnetic
moment for oxygen even at SOC = 0.66. So the correction can be
neglected for NMC materials. The small elevation of average magnetic
moment of oxygen from SOC = 0.33 to 0.66 can be attributed to the
oxidization of cobalt during charging, because the average magnetic
moment of oxygen at SOC = 0 is 0.062 and very close to 0.069 at SOC
= 0.66.
Layered NMC materials are frequently reported to crystallize in the
hexagonal structure with R3̅m space group symmetry.4,10a The C2/m
space group is only observed at low temperatures (10 K) by the
neutron diﬀraction in LiNiO2, with a slight monoclinic distortion from
R3̅m space group symmetry.17 Thus, all structures built in this work
are layered structures with space group R3̅m, as the α-NaFeO2 model.
The cutoﬀ energy for plane wave is 450 eV.4 K-points for sampling in
Brillouin zone are between 4 × 4 × 2 and 6 × 6 × 2 according to the
scale of the reciprocal lattice in our ﬁrst-principle calculation models.
To obtain reliable optimized structures and the total energy, all the
atomic positions and cell parameters are fully relaxed. The maximum
residual force is <0.01 eV/Å, and energies are converged to within 1 ×
10−4 eV per atom. The calculated cell parameters also agree well with
the experimental results and previous theoretical results (Table S1),
according to a previous report.18 We apply an antiferromagnetic
structure in our NMC layered structure to relax the lattice and
calculate structural properties instead of other magnetic structures.
The arrangement of Ni, Co, and Mn atoms would aﬀect the total
energy of the cell, and it has a relatively large possibility of
arrangement in (333), (442), (532), etc. Here we adopt a simpliﬁed
model, in which the TM atoms are arranged with certain ordering in
the compounds.4 Various experiments and calculations show that the
TM compounds exhibit some kind of ordering,19 such as ﬂower or
honeycomb ordering in Li(Ni0.5Mn0.5)O2. Taking 622 as an example,
we calculated two random distribution structures, and the calculated
lattice parameters (a, b, and c) are 5.730, 12.436, 14.021 Å and 5.740,
12.385, 14.017 Å, respectively. The energy of the former is −659.094
eV, and the latter is −659.424 eV. Comparing the lattice parameters to
the ordered structure whose lattice constants, a, b, and c, are 5.781 Å,
12.382 Å, and 14.100 Å, respectively, we can ﬁnd the diﬀerence is not
signiﬁcant. But the ordered structure has an obviously lower energy,
−661.157 eV. Thus, in our calculations, diﬀerent ordering of TM ions
in Li(NixMnyCoz)O2 has been tried to determine the ions arrangement
in the slab. As all the ions in NMC layered structure are fully relaxed to
the minimum energy, the lattice in our model is the most stable and
energetically favorable structure.
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under vacuum for 24 h and thereafter were stored inside an argonﬁlled glovebox. Inductively coupled plasma (ICP) was used to analyze
the remaining lithium content of Li1−c(NixMnyCoz)O2 after chemical
delithiation (Table S8). From the SEM images and XRD measurements of the chemical delithiated Li(NixMnyCoz)O2 materials (Figures
S2 and S3), we can see that compared with the initial samples, there is
no obvious change in the morphologies, and they still keep the O3type layered structure after chemical delithiation. With the increase of
delithiation content, the 2θ of 003 of Li1−c(NixMnyCoz)O2 moved to
the low angle, indicating the increasing interlamellar spacing. The c
parameter increases initially with decreasing lithium content due to an
increasing electrostatic repulsion across the van der Waals gap between
the NixMnyCozO2 layers.
TGA and in Situ XRD Measurements with the Increasing
Temperature at Diﬀerent Delithiation States. Thermal gravimetric analysis (TGA) was conducted under a Ar atmosphere ﬂow for
the chemically delithiated Li1−c(NixMnyCoz)O2 powders that were
placed inside platinum pans, and an empty platinum pan was used as
the reference pan. The data were collected using a Seiko Exstar 6000
instrument at a scan rate of 10 °C min−1 within the temperature range
of 25−900 °C. The in situ XRD data were collected at Bruker D8
Advance diﬀractometer with Cu Kα (λ = 0.15418 nm), with
synchronous heating test function. Approximately 0.2 mg of the
NMC samples were loaded onto the sample stage to be heated. In situ
XRD patterns (the 2θ range of 10−80° with a step of 0.02° and a
count time of 0.2 s for each XRD scan under vacuum conditions) were
collected in a continuous manner as the sample was heated from room
temperature to 300 °C (i.e., at a heating rate of ∼10 °C min−1).
High-Energy X-ray Diﬀraction. The high-energy X-ray diﬀraction (HEXRD) data for the cathode materials were collected at sector
11-ID-C of Advanced Photon Source at Argonne National Laboratory.
The wavelength of the X-ray source is 0.111798 Å. Rietveld reﬁnement
of the collected HEXRD patterns was carried out using the GSAS
package.

gas released. The reaction Gibbs free energy can be
approximately expressed by2,22
ΔG ≈ ΔH − T ΔS
≈ −E 0(LixTMO2 ) + E0(LixTMO2 −Δ) + Δ/2E*(O2 ) − T ΔS

where E0 is total energy at 0 K. The room-temperature enthalpy
of O2 was determined to be −8.95 eV/formula unit.22
According to JANAF thermochemical tables, the formation
temperature of oxygen vacancy can be calculated.2,22 The inset
in Figure 1b shows the LCSU in NMC materials, in which one
oxygen connects three Li-ions in Li layer side and three TMs in
TM layer side, indicated as TM(Ni, Mn, Co)3-O-Li3−x′ (x′ =
0−3). To simplify our study, we divide the LCSU into seven
groups: NNN, NNC, NNM, NMM, NCM, CCM, and CMM
(Figure 1c). Thus, the formation enthalpy (ΔH) of an oxygen
vacancy can be ﬁnally expressed as ΔH = H(Li%, Nin+, TM3),
where Li%, Nin+, and TM3 are the lithium content, valence state
of Ni, and LCSU group, respectively. It should be noted that
according to the combination of three TMs (Ni, Mn, and Co)
in the LCSU, there should be 10 LCSU groups, but the
remaining LCSU groups of MMM, CCC, and CCN do not
exist in the most stable and energetically favorable structures of
the six kinds of NMC samples from our calculations.
Formation energies of oxygen vacancies at various positions
under diﬀerent states of charge (SOC = 0, 0.25, 0.5, and 0.75)
in all NMC materials were calculated, as shown in Tables S3−
S6. We ﬁrst observe that at a ﬁxed SOC, NNN site is most
energy favorable for an oxygen vacancy formation in all NMC
materials, as it has the smallest formation energy. Note that
NNN oxygen only exists in (622) and (71515) materials in our
models, while the probability of NNN oxygen existence in
other samples is very small. Compared with NNN oxygen,
oxygen in NNC or NNM is relatively more stable, indicating
harder formation of corresponding vacancies. The rest of the
species of oxygen vacancies are comparatively energy
unfavorable, as they have higher formation energies. On the
other hand, for a ﬁxed TM3 group (e.g., NCM group in all
samples), the formation energy of oxygen vacancy generally
decreases with increasing extent of delithiation (Tables S3−S6),
indicating that the charge process would lead to easier oxygen
release and cause safety problems. It also should be noticed that
for a ﬁxed TM3 group (e.g., NCM group, except for CCM and
MMC) and SOC (e.g., SOC = 0), the formation energies of
oxygen vacancy in the “NiMn” group are generally larger
than that in the “Ni-rich” group (Table S3), which means that
oxygen vacancy formation near Ni with a high valence state
(Ni3+) in the “Ni-rich” group is easier than that near Ni with a
low valence state (Ni2+) in the “NiMn” group. All of the
above results indicate that compared to Co3+ and Mn4+, oxygen
near Ni (Ni2+, Ni3+, and Ni4+) is always unstable. The
delithiation process and high valence states of Ni would not
beneﬁt from the oxygen stability.
Based on above calculations, we then take (442) and
(71515) as two representative samples and propose how the
thermal stability evolves in NMC materials at diﬀerent
delithiation states (Figure 2). Here we only consider the
most unstable oxygen in both samples (NNC and NNM for
(442); NNN for (71515)), because it determines the
temperature at which the oxygen starts to release. It can be
ﬁrst seen that the ΔH of oxygen vacancy at the most unstable
site decreases with the increasing delithiation in both samples.
This can be explained as with the Li-ion being extracted, Li-ion

■

RESULTS AND DISCUSSION
The Li(NixMnyCoz)O2 materials with TM proportion (x:y:z) =
(333), (442), (532), (552), (622), and (71515) were studied
here20 (Figure 1a). Due to the charge redistribution, the
oxidation state of TMs in the NMC system (Ni2+, Ni3+, Co3+,
Mn4+) is diﬀerent from that in LiMO2 (M = Ni3+, Co3+,
Mn3+).3c The Ni participates in the redox behavior, acting as a
double redox-active center21 with Ni2+ → Ni3+ → Ni4+, and
Table S2 shows the proportions of Ni2+/Ni3+/Ni4+ in diﬀerent
NMC materials at diﬀerent delithiation states. Similar to our
last work,11 according to the initial valence state of Ni, we also
divide the studied NMC materials into two groups: one group
includes (532), (622), and (71515), which can be considered as
LiNiO2-substituted solid solutions and named as “Ni-rich”
group, and the Ni ions show a mixed valence state of Ni2+/Ni3+.
The other group includes (333), (442), and (552), which is
named as “NiMn” group and can be considered as a solid
solution of Li(Ni0.5Mn0.5)O2 and LiCoO2,3c and all the Ni ions
show the Ni2+ state. The representative supercell model of
(532) sample is shown in Figure 1b, and all the supercell
models of other NMC samples are the same as those
demonstrated in our last work,11 which are also the most
energy stable structures. From the perspective of practical
applications, here we ﬁrst mainly focus on the oxygen release,
which is also the most important factor to determine the
thermal stability and safety for NMC materials.
For the general O2 release reaction of NMC materials,
formation of an oxygen vacancy can be expressed as follows:2,22
LixTMO2 → LixTMO2−Δ + Δ/2O2. The entropy of solids and
the eﬀects of the PV were neglected to compare with entropy of
O2.22 The reaction entropy change ΔS is contributed by oxygen
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oxygen release content at the ﬁrst stage of weight loss in all
NMC materials at diﬀerent SOC. The calculated ΔH of oxygen
vacancies with diﬀerent LCSUs and the measured TG in all
NMC materials at SOC = 0.5 are compared in Figure 3a,b, and
both ΔH of oxygen vacancy at the most unstable site and TG
show the same trend. For “Ni-rich” group, the experimental TG
decreases with the increasing Ni content, in accordance with
previous works.3b,c,4 According to the calculations, higher
contents and valence states of Ni would lead to small ΔH for
oxygen vacancy. Thus, though (622) and (71515) contain the
same most unstable NNN group of oxygen vacancies, the TG of
(71515) is a little lower than that of (622), because the Ni4+
content in (71515) with 35% is a little higher than that in (622)
with 30% at SOC = 0.5 (Table S2). Meanwhile, the most
unstable oxygen in (532) is the NNM type, which is more
stable than the NNN type, leading to the highest TG in “Nirich” group. For “NiMn” group, their TG values are all much
higher than those of “Ni-rich” group. For example, (71515) and
(622) show the lowest TG around 180 °C, while (333) and
(552) show TG around 300 °C at SOC = 0.5. This can be
mainly attributed to that there is no NNN type oxygen vacancy
in “NiMn” group. Another reason is the relatively low
content of high valence state of Ni (e.g., Ni4+) in “NiMn”
group. For example, at SOC = 0.5, the Ni4+ content in (532) is
20%, which is higher than that in all “NiMn” samples (8% ∼
17%). Thus, the oxygen at NNM or NNC positions in (532)
sample is obviously less stable compared with oxygen at the
same NNM or NNC positions in all “NiMn” samples.
Especially, the types of the most unstable oxygen for (442) and
(532) are both NNC, but the ΔH for NNC type oxygen
vacancy in (532) is smaller than that for (442). Interestingly,
the types of the most unstable oxygen in (333), (442), and
(552) samples are NCM, NNC, and NNM, respectively,
depending on the mole ratios of Ni, Co, and Mn. The ΔH for
oxygen vacancy at NCM, NNC, and NNM follows the order:
ΔH(NCM) > ΔH(NNM) > ΔH(NNC), and the TG for
(333), (442), and (552) samples also conﬁrms this trend.
Finally, from the TGA measurements, we can see that the
weight loss (oxygen release content) of the ﬁrst stage in “Nirich” group is also heavier than those in the “NiMn” group
(Table S18), consistent with the trends of TG and ΔH.
Ni/Li mixing usually happens in NMC materials.3c We
further considered the impact of Ni/Li disorder on the thermal
stability (Figure 4). The content of Ni/Li disorder in all
samples is estimated by Rietveld reﬁnement of the XRD data

Figure 2. A global view of tuning of thermal stability in a delithiation
process. TG: the temperature of the ﬁrst stage of oxygen loss. ΔH: the
calculated oxygen vacancy formation energies at the most unstable
LCSU. Green, Li; red, O; silver, Ni; purple, Mn; and blue, Co.

vacancies were formed, from a “single vacancy” unit (TM3-OLi3−x′, x′ = 1) at the early delithiation state to “di-vacancy” unit
(x′ = 2) at the medium stage and even “tri-vacancy” unit (x′ =
3) at overcharged state, as shown in Figure 2, thus leading to
the weakened coordination for oxygen. Meanwhile, the
oxidation of Ni to high valence states during delithiation
would also decrease the ΔH of oxygen vacancy. Interestingly,
compared with the sharp variation of ΔH at the early stage and
the overcharged state of delithiation, the ΔH stays nearly
unchanged at the medium delithiation state (e.g., from 25% to
50% content of delithiation) for all samples, indicating the
variation of Li-ion content and the valence state of Ni
contributes little to the ΔH of oxygen vacancy at the normal
charged state, and it is a safe range to charge battery. Our TGA
measurements of the temperature of the ﬁrst stage of oxygen
loss (TG) for all NMC samples also shows the same trend as
the theoretical prediction (Figure 2). Note that each sample
nearly shows the same TG at x″ = 0.25 and 0.5. However,
compared with 25% delithiation, the sample with 50%
delithiation shows more weight loss (Figure S8), indicating
more of the most unstable oxygen at the more delithiated state.
Furthermore, combining the calculated formation energies of
oxygen vacancy and TGA measurements, we studied how the
diﬀerent contents of Ni, Co, and Mn and their valence states
tune the thermal stability in NMC materials. Table S18
summarizes the type of the most unstable oxygen, TG, and the

Figure 3. (a) Comparison of TG and the calculated ΔH of oxygen vacancy at the most unstable LCSU at SOC = 0.5. (b) TGA curves of the
chemically delithiated Li1−x″(NixMnyCoz)O2.
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The oxygen release would aﬀect the structure stability by
inducing structure expansion and distortion, cation disordering,
phase transition, and so on. To further detail the close
correlation between the thermal stability and the most unstable
oxygen, in situ XRD aﬀords us a good roadmap for the average
structural changes10a in NMC materials (R3̅m) during thermal
decomposition in heat process (Figures 5a and S9−S13).
Taking (71515) at SOC = 0.5 as an example (Figure 5a),
similar to the reported work on (333) and NCA by Nam et
al.,10a before 160 °C, (003)R moves to lower 2θ, which was
mainly caused by thermal expansion of the material. After 160
°C, (003)R peaks shift to higher 2θ with increasing temperature.
This can be attributed to the decreasing electrostatic repulsion
across the van der Waals gap between the NixMnyCozO2 layers
with the oxygen loss. Similar to the (71515), other materials
also exhibit similar changes, and the diﬀerence for them is the
temperature of the oxygen starting to release. The (003)R peaks
shift vs temperature for all NMC materials in heat process are
shown in Figure 5b. It is found that the shift of (003)R peaks for
(71515) and (622) begins much earlier at about 160 °C, and as
the temperature increases, the peaks shift more dramatically. By
contrast, there is nearly no shift for (003)R peaks of (333)
before 300 °C. For all NMC materials and on the whole, the
results of XRD conﬁrm that “NiMn” group shows better
thermal stability than “Ni-rich” group, in accordance with the
trends of TGA measurements and the calculated ΔH of oxygen
vacancy. Further analysis on in situ XRD data (Figure 5c,d)
shows that in addition to the peak shifts, the intensity of (003)R
peaks becomes weaker, and the merging of the (018)R/(110)R
pairs becomes more serious as the temperature raised.
According to the previous report,10a the ratio of the integrated
intensity of I(003)/I(104) and the merging of the (018)R/
(110)R pairs are two key parameters reﬂecting the degree of the
mixing of Ni and Li ions. If the integrated intensity of I(003)/
I(104) is <1.2 and the (018)R/(110)R pairs begin to merge, it
means that Ni and Li ion mixing happens. This is because the
evolution of oxygen at elevated temperature causes anion
vacancies that facilitate the migration of TM ions from the TM
layer into the Li layer to form a spinel-like structure, which is
kinetically slow without the presence of anion vacancies. From
Figure 5c, it can be seen that the ratio of the integrated
intensity of I(003)/I(104) decreases with the increasing
temperature, indicating that the cation mixing becomes heavier
with the increasing oxygen release. Figure S15 shows the curve
of I(003)/I(104) vs temperature for all NMC samples. We can
see that in the “Ni-rich” group, the variation degree becomes
larger with the increasing Ni content, and in “NiMn” group,
it follows as (333) < (552) < (442) (Figure S15b). The
variation degree for “NiMn” group is also smaller than “Ni-

Figure 4. Structure model of (333) with a content of 6.67% for Ni/Li
mixing. The right panel shows four representative LCSUs of oxygen in
a supercell without and with Ni/Li disordering.

(Figure S4). As shown in Table S16, we can see that the
contents of Ni/Li disorder for all the samples are similar, with a
proportion within the range of 4.5%−5.5%. To get more
accurate results, the structure properties for samples of (442),
(532), (622), and (71515) are further measured by using
HEXRD (Figure S5). As shown in Table S17, the Rietveld
reﬁnement results show the contents of Ni/Li disorder in all
simples are similar, consistent with the results of XRD. From
these two sets of data, we can see that even though the sintering
temperatures of each Ni/Co sample were diﬀerent, all the
samples roughly show the similar content of Ni/Li disorder.
Table 1 shows the calculated ΔH of oxygen vacancies at
diﬀerent LCSUs for all samples with a content of 6.7% for Ni/
Li mixing (this value is convenient for constructing supercells
for calculation) at SOC = 0. It can be seen that the Ni/Li
mixing indeed aﬀects the thermal stability of NMC materials.
For the “NiMn” group, the (ΔH)s at diﬀerent LCSUs are
generally decreased after considering Ni/Li mixing, indicating
an easier loss of oxygen. While for “Ni-rich” group, the (ΔH)s
at diﬀerent LCSUs are generally increased after considering Ni/
Li mixing, indicating a harder loss of oxygen. The is because
after Ni/Li mixing in the “Ni-rich” group, the Ni in the Li layer
would form 180° Ni−O−Ni super exchange chains easily,23 the
O ion between the spin parallel Ni forms σ-bonding with one
Ni ion, and the O ion between the spin antiparallel Ni forms πbonding. This would enhance the structure stability for “Nirich” NMC materials. Thus, the Ni/Li mixing would beneﬁt
from the thermal stability for the “Ni-rich” group but decrease
the thermal stability of the “NiMn” group. Considering the
ΔH of the most unstable oxygen, the fact that the “NiMn”
group shows better thermal stability than the “Ni-rich” group is
still unchanged even after taking into account the Ni/Li mixing.

Table 1. Formation Energies of Oxygen Vacancies (ΔH) at Diﬀerent LCSUs for all Samples with 6.67% Content of Ni−Li
Antisite Disordering at SOC = 0
ΔH of Oxygen Vacancies at Diﬀerent LCSUs (eV)

a

compd

NNN

NNM

NNC

NCM

MMN

CCM

MMC

O-anti

(333)
(442)
(552)
(532)
(622)
(71515)

−
−
−
−
2.25
1.50

−
−
4.11
2.13
2.61
2.29

−
2.69
−
2.43
2.54
2.53

3.58
2.94
3.44
2.71
3.71
2.86

−
2.73
2.13
−
−
−

−
−
−
−
3.24
−

−
3.83
−
−
−
−

3.66
2.94
3.26
2.71
2.04
1.57

O-anti denotes the most unstable oxygen with Ni/Li disordering in a LCSU, as shown in Figure 4.
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Figure 5. (a) In situ XRD measurements of (71515) at SOC = 0.5 in heat process. (b) (003)R peaks shift vs temperature for all NMC materials. (c
and d) Involution of (003)R peaks and (018)R/(110)R pairs.

rich” group, indicating better thermal stability in “NiMn”
group. Thus, all the above variation trends with the Ni content
agree well with the TGA measurements and the calculated ΔH
of oxygen vacancy (Figure 3a).
From above results, we can see that the contents of Ni, Mn,
Co can tune the thermal stability by aﬀecting the local
coordination structure of oxygen (TM(Ni, Mn, Co)3-O-Li3−x′).
Doping Mn4+ and Co3+ can contribute to stabilizing oxygen,
because compared with Ni2+ and Ni3+, the d band moves up in
energy for Mn4+ and Co3+, the ﬁlling of eg band decreases, and
the antibonding oxygen−metal d states become more
depopulated (Figure S16), resulting in stronger bonding for
Mn−O and Co−O. Oxidation of Ni2+ and Ni3+ to Ni4+ would
decrease the oxygen stability, which can be attributed to the
increased Coulomb repulsion among the three TM cations in
TM(Ni, Mn, Co)3 and the harder to get electron from eg band
of Ni for oxygen. Besides, the content of Co3+ can stabilize the
Ni2+ in the TM layer to suppress the cation disordering,3c and
the increased content of Mn4+ can push the valence state of
some Ni atoms from Ni3+ to Ni2+ to stabilize the oxygen.
Meanwhile, the invariant Mn4+ in NMC materials also helps to
stabilize the layered structure and protects them from the
spinel-like phase transition or any Jahn−Teller distortion of
(Mn3+).3c These ﬁndings reveal that we can tune the thermal
stability of NMC materials not only by changing the contents
of Ni, Mn, and Co but also by doping other elements to change
the local coordination structure of oxygen or to act the similar
role as Mn or Co does.
Finally, previous studies report that besides the intrinsic
thermal stability of the bulk, the surface composition and
structure of NMC materials are diﬀerent from the bulk and also
play an important role on the thermal behaviors of the layered
NMC materials during electrochemical cycling.24 This role is
mainly reﬂected from three aspects: one aspect is that for the
normal pristine NMC sample with the layered structure from
bulk to surface (the well-synthesized pristine NMC samples

before electrochemical cycling generally exhibit a well-deﬁned
(R3̅m) crystal structure with a homogeneous distribution of the
electronic structure),10a,24c due to the trunked symmetry at the
surface, the LCSU of oxygen (TM(Ni, Mn, Co)3-O-Li3) was
broken at the surface. Thus, compared with the oxygen in the
bulk NMC materials, the surface oxygen becomes unsaturated
and more unstable, and oxygen evolution would ﬁrst happen or
initiate at the surface during electrochemical cycling. Particularly, if the NMC electrodes are overcharged, according to our
calculations, the ΔH at the overcharged state of delithiation
would decrease sharply, indicating a much easier oxygen loss at
this stage. This would lead to an accelerated TM/Li mixing and
phase transformation at the surfaces of NMC cathodes and
cause damage to the thermal stability. The second aspect is that
Ni-rich NMC pristine samples usually show strong surface
segregation of antisite defects (mainly Ni/Li mixing) and Ni
toward open facets (surfaces perpendicular to the layered
arrangement of atoms)24a and even a rock-salt NiO phase,25
which is attributed to the low Ni migration barriers. Such
surface segregation of Ni/Li mixing and surface rock-salt NiO
phase would improve the thermal stability of Ni-rich NMC
samples and would not beneﬁt from the charge transfer and Liion transport at the electrode/electrolyte interface. The third
aspect is that the surface of delithated cathodes is extremely
reactive due to a substantial overlap between the 3d band of Ni
and the 2p band of oxygen, ﬁnally leading to the chemical
reaction between the charged layered cathode and the
nonaqueous electrolyte to form a surface reaction layer.24c
This is more serious in the Ni-rich NMC materials, because of
the more nickel content and the easy oxygen loss. The surface
reaction layer is mainly formed during the ﬁrst cycle and would
prevent further reactions between the charged layered cathode
and the nonaqueous electrolyte during the later cycles and
impede the charge transfer and Li-ion transport at the
electrode/electrolyte interface. Besides, for the overdelithiated
states under high voltages, the high Ni4+ content in the NMC
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electrodes would facilitate the surface chemical evolution by the
reactions between the overcharged layered cathode and the
nonaqueous electrolyte.10a To protect the surface structure
stability of NMC materials, various nanocoating methods are
developed to serve as a physical barrier between the layered
cathode and the electrolyte, such as coating NMC materials
with more stable cathode nanoparticles26 and with oxides by
atomic layer deposition.27
In summary, both ab initio calculations and the experimental
measurements demonstrated the thermal stability is correlated
to the most unstable oxygen, which is determined by the
oxygen local coordination structure unit (TM(Ni, Mn, Co)3-OLi3−x′). Via this simple model, the factors (the lithium content,
valence states of Ni, contents of Ni, Mn, and Co, and Ni/Li
disorder) to tune the thermal stability of NMC materials by
aﬀecting the sites, content, and the release temperature of the
most unstable oxygen are proposed. During charging process,
the synergistic eﬀect between Li vacancies and raised valence
state of Ni process can aggravate instability of oxygen. For a
ﬁxed lithium content, oxygen coordinated with more nickel
(especially with high valence state) in the LSCU becomes more
unstable, which explains the previous reports that more Ni
content would lead to a lower onset temperature of thermal
decomposition and a larger amount of oxygen release.3b,4 The
Ni/Li mixing would decrease the thermal stability of the “Ni
Mn” group, but the thermal stability for “Ni-rich” group would
beneﬁt, because the Ni in the Li layer would form 180° Ni−O−
Ni super exchange chains in Ni-rich NMC materials. Mn and
Co doping can tune the thermal stability directly by tuning the
initial valence state of Ni, local coordination environment of
oxygen, and the Ni/Li disorder. These new insights can serve as
design principles for future discovery of improved thermal
stability for LIBs. For example, by considering the high thermal
stability as well as the fast Li-ion diﬀusivity and high reversible
capacity for “NiMn” group,11b we propose that developing a
Li[Ni0.5Mn0.5]1−xCoxO2 (0 < x ≤ 0.33) system would be a
promising way to further optimize the thermal stability of NMC
materials with high performance.
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